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RESUMEN  

Objetivo: El objetivo de este estudio fue evaluar y comparar los componentes 

morfométricos y las propiedades histológicas del hueso prístino y del hueso injertado 

utilizando un fosfato tricálcico β-bifásico en elevación de seno maxilar realizado en 

humanos. También se evaluaron las células madre mesenquimales en el hueso prístino y 

en el  injerto. 

Materiales y Métodos: Para esta serie de casos prospectivo, el aumento de seno se 

realizó utilizando un fosfato bifásico ß-tricálcico. Después de 6 meses de cicatrización, 

se recogió una muestra de hueso alveolar con una trefina. Se realizaron técnicas 

histológicas, histomorfométricas e inmunohistoquímicas. También se realizó análisis 

radiológico mediante tomografía computarizada de haz cónico.  

Resultados: Un total de 10 pacientes fueron incluidos en este estudio. 

Radiográficamente, los pacientes mostraron un aumento promedio de hueso crestal de 

8.03 ± 1.72 mm. Morfológicamente, el área injertada estaba compuesta por 34.93 ± 

14.68% de tejido mineralizado nuevo, 9.82 ± 11.42% de partículas de biomaterial 

remanentes y 55.23 ± 11.03% de tejido no mineralizado. Histológicamente, no 

encontramos diferencias en el número de osteocitos por mm2 (134.67 ± 111.07 vs. 235.30 

± 99.77, p = 0.674), osteoblastos (30.86 ± 31.04 vs. 9.83 ± 15.33, p = 0.893) y vasos 

sanguíneos (30.07 ± 28.21 vs. 25.62 ± 19.72, p = 0.894) en el área injertada que en el 

hueso prístino. Se encontraron diferencias en el número de osteoclastos (15.57 ± 27.50 

vs. 5.37 ± 16.12, p = 0.027).  

El número de células mesenquimáticas positivas a Musashi-1 (239.61 ± 177.4 vs. 42.11 

± 52.82, p = 0.027) fue significativamente mayor en el área injertada que en el hueso 

prístino.  
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Conclusion: Osteon ™ II es un biomaterial adecuado para ser utilizado para promover la 

formación de hueso nuevo, no solo desde el punto de vista histomorfométrico, sino 

también con respecto a la calidad celular y vascular del hueso final formado. 

Palabras Claves: Biomaterial, betafosfato tricálcico, implantología, hidroxiapatita, 

elevación de seno maxilar. 
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ABSTRACT 

Objectives: The aim of this study was to evaluate and compare the morphometric 

components and the histological properties of pristine bone and bone grafted with a ß-

biphasic tri-calcium phosphate in humans using the maxillary sinus model. Reparative 

mesenchymal stem cells in the pristine bone and graft were also evaluated. 

Material/methods: For this prospective case-series, sinus augmentation was performed 

using a biphasic ß-tricalcium phosphate. After 6 months of healing, a core of remnant 

native alveolar bone and grafted bone was collected with a trephine. Histological, 

histomorphometrical, and immunohistochemical techniques were performed. 

Radiological analysis through cone beam computerized tomography was also conducted. 

Results: A total of 10 patients were enrolled in this study. Radiologically, patients 

showed an average increase of crestal bone of 8.03±1.72 mm. Morphologically, the 

grafted area was composed by 34.93±14.68 % of new mineralized tissue, 9.82±11.42 % 

of remnant biomaterial particles and 55.23±11.03 % non-mineralized tissue. 

Histologically, we found no differences in the number of osteocytes per mm2 

(134.67±111.07 vs. 235.30±99.77, p=0.674), osteoblasts (30.86±31.04 vs. 9.83±15.33, 

p=0.893) and blood vessels (30.07±28.21 vs. 25.62±19.72, p=0.894) in the grafted area 

than in the pristine bone. Differences were found on the number of osteoclasts 

(15.57±27.50 vs. 5.37±16.12, p=0.027). The number of Musashi-1 positive mesenchymal 

cells (239.61 ± 177.4 vs. 42.11 ± 52.82, p=0.027) was significantly higher in the grafted 

area than in the pristine bone. 

Conclusion: Osteon™ II is a suitable biomaterial to be used to promote the formation 

of new bone, not only from the histomorphometric point of view, but also regarding the 

cellular and vascular quality of the final bone formed. 
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